March 1, 2003

Specification Reference:

Mat.
Code

8201

8201

8201

8201

8201

8201

8201

Source

Code

8273

8273

8273

8273

8268

8268

8268

AXIM CONCRETE
CATEXOL AE

AXIM CONCRETE
CATEXOL AE

AXIM CONCRETE
CATEXOL VR

AXIM CONCRETE
CATEXOL VR

PCC ADMIXTURES AND ADMIXTURE SYSTEMS

EUCLID CHEMICAL CO.

AIR MIX 200

EUCLID CHEMICAL CO.

AIR MIX 250

EUCLID CHEMICAL CO.

EUCLID AEA-

912.03
Manufacturer Approval
Product Name Number
Type

TECHNOLOGIES

260---————————— - —— W028600
AIR ENTRAINING

TECHNOLOGIES

360--——-—-——————— - W028601
AIR ENTRAINING

TECHNOLOGIES

——————————————————————————————————— W028602
AIR ENTRAINING

TECHNILOGIES

CONCENTRATE--——-======——==——==————— W028603
AIR ENTRAINING

——————————————————————————————————— W028604
AIR ENTRAINING

——————————————————————————————————— W028607
AIR ENTRAINING

92--——— W028605
AIR ENTRAINING

Comments

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.5 TO 6.0
(mL/100 kg
CEMENTITIOUS:
to 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.5 TO 6.0
(mL/100 kg
CEMENTITIOUS:
to 390)

ADDITION RATE
0zZ/100 LBS
CEMENTITIOUS:
0.5 TO 5.0
(mL/100 kg
CEMENTITIOUS:
to 326)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.50 TO 5.0
(mL/100 kg
CEMENTITIOUS:
to 326)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.50 TO 1.0
(mL/100 kg
CEMENTITIOUS:
TO 60)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.75 TO 2.0
(mL/100 kg
CEMENTITIOUS:
TO 130)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.5 TO 1.0
(mL/100 kg

33

30

33

33

30

45



8201

8201

8201

8201

8201

8201

8201

8201

8268

8265

8265

8265

8265

8265

8265

8272

EUCLID CHEMICAL CO.
EUCO AIR MIX-——====—- oo mmm oo
AIR ENTRAINING

MASTER BUILDERS

AIR ENTRAINING

MASTER BUILDERS
MBVR STANDARD-— === === === === = m e e e
AIR ENTRAINING

MASTER BUILDERS
MBVR CONCENTRATED-——==========—=—————————
AIR ENTRAINING

MASTER BUILDERS
MICRO-AIR-——===—= === = mm—m oo
AIR ENTRAINING

MASTER BUILDERS
PAVE-ATR-—===—= === === = mm e e
AIR ENTRAINING

MASTER BUILDERS
PAVE-ATR 90--—=—-——==——=—— - oo
AIR ENTRAINING

RUSSTECH ADMIXTURES

AIR ENTRAINING

W028606

wW028608

W028610

wW028609

W028611

W028612

wW028613

W028614

CEMENTITIOUS:
TO 65)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.75 TO 1.0
(mL/100 kg
CEMENTITIOUS:
TO 65)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
0.25 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.25 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.125 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.125 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.25 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.25 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:

33

49

16

16

16

16



8201

8201

8201

8201

8202

8202

8202

8202

8272

8266

8266

8266

8273

8273

RUSSTECH ADMIXTURES,

W. R. GRACE
DARAVAIR 1000-

W. R. GRACE
DARAVAIR 1400-

W. R. GRACE
DAREX II

ENTRAINING

AND COMPANY

ENTRAINING

AND COMPANY

ENTRAINING

AND COMPANY

ENTRAINING

AXIM CONCRETE TECHNOLOGIES

CATEXOL 800N--

AXIM CONCRETE TECHNOLOGIES

CATEXOL 1000N-

8273 AXIM CONCRETE TECHNOLOGIES

CATEXOL 2000Ni

8273 AXIM CONCRETE TECHNOLOGIES

CATEXOL 3000NO

W028615

W028616

wW028617

W028619

wW028623

W028624

W028625

wW028627

3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
- 130)

33

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.50 TO 2.0
(mL/100 kg
CEMENTITIOUS:
TO 260)

33

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.75 TO 3.0
(mL/100 kg
CEMENTITIOUS:
TO 200)

50

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.50 TO 3.0
(mL/100 kg
CEMENTITIOUS:
TO 200)

30

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
0.50 TO 5.0
(mL/100 kg
CEMENTITIOUS:
TO 320)

30

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
260 TO 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
1.5 TO 3.0
(mL/100 kg
CEMENTITIOUS:
TO 195)

98

ADDITION RAGE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 12.0
(mL/100 kg
CEMENTITIOUS:
195 TO 780)

ADDITION RATE



8202

8202

8202

8202

8202

8202

8202

8273

8273

8268

8268

8268

8268

8265

TYPE A
AXIM CONCRETE TECHNOLOGIES
CATEXOL 3500N-—=-=========— === m oo W028626
TYPE A
AXIM CONCRETE TECHNOLOGIES
CATEXOL 3000 GP--========= == mmm e W028211
TYPE A
EUCLID CHEMICAL CO.
EUCON A #=== == mm e e e e e W028628
TYPE A
EUCLID CHEMICAL CO.
EUCON WR-89 === === === m e W028629
TYPE A
EUCLID CHEMICAL CO.
EUCON WR-91--——= == mmmmmmmmm W028630
TYPE A
EUCLID CHEMICAL CO.
EUCON MR- === === === o o e e e W028631
TYPE A
MASTER BUILDERS, INC.
MASTERPAVE — = = = = = = = = = = = = = = e e e W028632
TYPE A

0Z/100 LBS
CEMENTITIOUS:
3.0 TO 20.0
(mL/100 kg
CEMENTITIOUS:
195 TO 1300)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 20.0
(mL/100 kg
CEMENTITIOUS:
195 TO 1300)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 18.0
(mL/100 kg
CEMENTITIOUS:
195 TO 1174)

ADDITION RATE
0Z/94 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/94 LBS
CEMENTITIOUS:
2.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
130 TO 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 10.0
(mL/100 kg
CEMENTITIOUS:
250 TO 650)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
260 TO 390)



8202

8202

8202

8202

8202

8202

8202

8202

8265

8265

8265

8265

8265

8265

MASTER BUILDERS, INC.
MASTERPAVE-N------

MASTER BUILDERS, INC.
POLYHEED 997------

MASTER BUILDERS, INC.
POLYHEED FC 100---

MASTER BUILDERS, INC.
POZZOLITH 80------

MASTER BUILDERS, INC.
POZZOLITH 200 N---

MASTER BUILDERS, INC.
POZZOLITH 220-N---

8265 MASTER BUILDERS, INC.

8265

POZZOLITH 322 N---

MASTER BUILDERS, INC.
POZZOLITH POLYHEED

TYPE A

TYPE A

W028633

W028634

W028635

W028636

W028637

W028638

W028639

wW028640

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 15.0
(mL/100 kg
CEMENTITIOUS:
195 TO 975)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 30.0
(mL/100 kg
CEMENTITIOUS:
520 TO 1950

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 10.0
(mL/100 kg
CEMENTITIOUS:
260 TO 650)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
130 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 3.0
(mL/100 kg
CEMENTITIOUS:
130 TO 195)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 7.0
(mL/100 kg
CEMENTITIOUS:
195 TO 455)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 12.0
(mL/100 kg



8202

8202

8202

8202

8202

8202

8202

8202

8202

8265

8265

8272

8272

8272

8266

8266

8266

8266

MASTER BUILDERS, INC.
GLENIUM 3030 NS-—---—===—==———————m——m oo W028213

MASTER BUILDERS, INC.
GLENIUM 3200 HES-——------—————=——————————mm——— W028214

RUSSTECH ADMIXTURES
FINISHEASE NC—---—=--——-=——————— oo W028641

RUSSTECH ADMIXTURES
LC-400P-—====mm - m e W028642

RUSSTECH ADMIXTURES
LC=500 === === == W028295

W. R. GRACE AND COMPANY
DARACEM-65-———=== === === === mm e~ W028644

W. R. GRACE AND COMPANY
DARACEM-55 === ==~ W028645

W. R. GRACE AND COMPANY
WRDA WITH HYCOL---=-—-—=—-—m——m——m—m—m o e — W028646

W. R. GRACE AND COMPANY

CEMENTITIOUS:
195 TO 782)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS: 1.0
TO 3.0 (mL/100 kg
CEMENTITIOUS: 65
TO 195)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS: 2.0
TO 5.0 (mL/100 kg
CEMENTITIOUS: 130
TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 12.0
(mL/100 kg
CEMENTITIOUS:
195 TO 782)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:

3.0 - 5.0 (mL/100
kg CEMENTITIOUS:
196 TO 327)

ADDITION RATE
0zZ/100 LBS
CEMENTITIOUS:

3.0 - 4.0 (mL/100
kg CEMENTITIOUS:
195 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 7.0
(mL/100 kg
CEMENTITIOUS:
195 TO 590)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
190 TO 320)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
190 TO 320)



8202

8202

8202

8203

8203

8203

8266

8266

8266

8273

8273

8265

WRDA-20-=======mmmmmmmmmmmmmm e e e W028647

TYPE A
W. R. GRACE AND COMPANY
MIRA 70=—————m e W028648
TYPE A
8202 8266 W.R. GRACE AND COMPANY
WRDA 82— === === == W028296
TYPE A
W.R. GRACE AND COMPANY
WRDA 64— === === == e W028649
TYPE A
W.R. GRACE AND COMPANY
WRDA 27 === === === == W028217
TYPE A
AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000N-========= === W028650
TYPE B
AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000R----===—==— === == — e~ W028651
TYPE B
MASTER BUILDERS, INC.
DELVO ESC-===== === === === m o e e W028656
TYPE B

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
130 TO 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.5 TO 9.0
(mL/100 kg
CEMENTITIOUS:
160 TO 590)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
3.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
195 TO 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
195 TO 250)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
130 TO 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.5 TO 5.0
(mL/100 kg
CEMENTITIOUS:
228 TO 326)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:

1.5 TO 4.0
(mL/100 kg
CEMENTITIOUS: 98
TO 261)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg



8203 8265 MASTER BUILDERS, INC.

8203

8203

8203

8203

8203

8204

8204

8265

8265

8265

8265

8272

8273

8268

DELVO STABLIZER--——-—=-—=-——————————————————__ W028657

MASTER BUILDERS, INC.
MASTERPAVE RI--—=-—===——==——————m oo W028652

MASTER BUILDERS, INC.
POZZOLITH 100-XR-—=--—==-—=—=——————————— - W028653

MASTER BUILDERS, INC.
POZZOLITH 200-N--—=--——==———=— - mm o m W028654
TYPE B

MASTER BUILDERS, INC.
POZZOLITH 220-N---======= === —mmmmmmmm e W028655
TYPE B

RUSSTECH ADMIXUTRES, INC.
LC-400R-========= === === —m o W028658

AXIM CONCRETE TECHNOLOGIES
CATEXOL 2000 RHE-==========m===== == —mmmmmmee W028659

EUCLID CHEMICAL CO.
EUCON CIA-=======s--sm-eceecmeemmem——e——————a- W028660

CEMENTITIOUS:
195 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
195 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
130 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
130 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 261)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
5.0 TO 60.0
(mL/100 kg
CEMENTITIOUS:
326 TO 3912)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:



8204

8204

8204

8204

8204

8205

8205

8205

8265

8265

8265

8272

8266

8273

8273

8268

MASTER BUILDERS, INC.
POLYHEED FC 100--—---—=-—=——————————— - W028661

MASTER BUILDERS, INC.
POZZOLITH NC 534-—--——--—————mm o m oo W028662

MASTER BUILDERS, INC.
POZZUTEX 20----======= === === ———mmmmmmm W028663

RUSSTECH ADMIXTURES
LCNC-166--====== === === = W028664

W. R. GRACE AND COMPANY
POLARSET———===——====— === == mm— o W028666

AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000N---—-—=———— - W028667

AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000R---—===—===—==——————————— W028668

EUCLID CHEMICAL CO.
EUCON RETARDER 75---—=--—=-——————— - W028669

16.0 TO 32.0
(mL/100 kg

CEMENTITIOUS:
1043 TO 2086)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 30.0
(mL/100 kg
CEMENTITIOUS:
520 TO 1950)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
10.0 TO 45.0
(mL/100 kg
CEMENTITIOUS:
650 TO 2940)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
5.0 TO 59.0
(L/100 kg
CEMENTITIOUS:
325 TO 3840)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
16.0 TO 90.0
(L/100 kg
CEMENTITIOUS:
1043 TO 5868)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 60.0
(L/100 kg
CEMENTITIOUS:
520 TO 3910)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.5 TO 5.0
(mL/100 kg
CEMENTITIOUS:
228 TO 326)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
1.5 TO 4.0
(mL/100 kg
CEMENTITIOUS:
TO 261)

ADDITION RATE

98



8205 8268 EUCLID CHEMICAL CO.

EUCON RETARDER 100

8205 8265 MASTER BUILDERS INC.

8205

8205

8205

8205

8205

8265

8265

8265

8265

8265

DELVO ESC-- === === m o oo oo o

MASTER BUILDERS INC.

DELVO STABILIZER---—==-==——====—————————moo—

MASTER BUILDERS INC.

MASTERPAVE RI---——====—=—mm oo oo mmmm oo

MASTER BUILDERS, INC.
POZZOLITH 100-XR—-—=—— === —— oo oo

MASTER BUILDERS, INC.
POZZOLITH 200-N----===== === mmm o mmmm o mmmm oo

MASTER BUILDERS, INC.
POZZOLITH 220-N-----—— === mmm oo

TYPE

TYPE

TYPE

D

D

D

W028670

W028675

W028676

W028671

W028672

W028673

W028674

0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
196 TO 326)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
125 TO 375)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
195 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
195 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 260)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
260 TO 391)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
130 TO 325)



8205

8205

8205

8205

8205

8206

8206

8206

8272

8272

8272

8266

8266

8273

8265

8265

RUSSTECH ADMIXTURES
LC-400P— === === e W028677

RUSSTECH ADMIXTURES
LC-400R-— === == — = = — o oo W028678

RUSSTECH ADMIXTURES
LC=500 === == === = W028297

W. R. GRACE AND COMPANY
WRDA 64-——————— === === W028679

W.R. GRACE AND COMPANY
DARATARD 17-=-—=—= === ——mmm e e W028298

AXIM CONCRETE TECHNOLOGIES
CATEXOL 2000 RHE----======—=————— W028680

MASTER BUILDERS, INC.
POLYHEED FC 100--—---==-—=—=—=————————— oo W028681

MASTER BUILDERS, INC.
POZZUTEC 20--—==——==——= === mm e W028682

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
5.0 TO 8.0
(mL/100 kg
CEMENTITIOUS:
327 TO 562)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 4.0
(mL/100 kg
CEMENTITIOUS:
130 TO 261)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 5.0
(mL/100 kg
CEMENTITIOUS:
260 TO 325)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 6.0
(m1/100 kg
CEMENTITIOUS:
195 TO 250)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 8.0
(mL/100 kg
CEMENTITIOUS:
130 TO 520)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
5.0 TO 60.0
(mL/100 kg
CEMENTITIOUS:
326 TO 3912)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 30.0
(mL/100 kg
CEMENTITIOUS:
520 TO 1950)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
5.0 TO 59.0
(mL/100 kg



8206

8206

8207

8207

8207

8207

8207

8207

8272

8266

8273

8273

8273

8273

8273

8268

RUSSTECH ADMIXTURES
LONC=166==== === === === = mmm e W028683

W.R. GRACE AND COMPANY
LUBRICON NCA-—=-—===—==——mm o m e W028684

AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000 SP-MN--—=---—=-——==——————————————— W028685

AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000 SP-M---=-=-====———=————— oo W028686
TYPE F

AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000 SP-M 33%----————————————mmmmmo - W028987

AXIM CONCRETE TECHNOLOGIES
CATEXOL 1000 SPMN-C-—=---—======—===——————————— W028689
TYPE F

AXIM CONCRETE TECHNOLOGIES
CATEXOL SUPERFLUX 2000 PC----—---—-———-———————— w028688

EUCLID CHEMICAL CO.
EUCON 37--mmmmmmmmmmmmmm e W028690

CEMENTITIOUS:
326 TO 3912)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
16.0 TO 90.0
(mL/100 kg
CEMENTITIOUS:
1043 TO 5868)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
15.0 TO 25.0
(mL/100 kg
CEMENTITIOUS:
TO 1630)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
16.0 TO 25.0
(mL/100 kg
CEMENTITIOUS:
1043 TO 1630)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
10.0 TO 40.0
(mL/100 kg
CEMENTITIOUS:
650 TO 1305)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
10.0 TO 40.0
(mL/100 kg
CEMENTITIOUS:
650 TO 1305)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
10.0 TO 40.0
(mL/100 kg
CEMENTITIOUS:
650 TO 1305)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 10.0
(mL/100 kg
CEMENTITIOUS:
200 TO 650)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
10.0 TO 16.0

978



8207

8207

8207

8207

8207

8207

8207

8207

8268

8268

8265

8265

8265

8265

8265

8265

EUCLID CHEMICAL CO.

EUCON MR- === === === = oo o o oo o o oo

EUCLID CHEMICAL CO.

EUCON 1037--=——— o mmm oo oo

MASTER BUILDERS INC.

POZZOLITH 440N-—-—--—— - mmm oo

MASTER BUILDERS, INC.
PS 1209-—---===— == - m - mmmmm oo

MASTER BUILDERS, INC.
GLENIUM 3030 NS-—=---—=-——=———— -

MASTER BUILDERS INC.

RHEOBUILD 1000-——==-===== === mmmmm oo

MASTER BUILDERS INC.

GLENIUM 3000 NS---———---——--m oo

MASTER BUILDERS, INC.
POLYHEED 997--——— === m oo e

W028691

w028212

W028692

W028695

W028696

W028693

W028694

W028697

(mL/100 kg
CEMENTITIOUS:
650 TO 1040)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
10.0 TO 14.0
(mL/100 kg
CEMENTITIOUS:
690 TO 915)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
10.0 TO 25.0
(mL/100 kg
CEMENTITIOUS:
625 TO 1600)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
10.0 TO 25.0
(mL/100 kg
CEMENTITIOUS:
650 TO 1625)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
2.0 TO 6.0
(mL/100 kg
CEMENTITIOUS:
130 TO 390)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
6.0 TO 18.0
(mL/100 kg
CEMENTITIOUS:
390 TO 1170)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 20.0
(mL/100 kg
CEMENTITIOUS:
522 TO 1304)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
4.0 TO 12.0
(mL/100 kg
CEMENTITIOUS:
260 TO 780)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:



8207

8207

8207

8207

8207

8207

8207

8207

8265

8272

8272

8266

8266

8266

8266

8266

MASTER BUILDERS, INC.
GLENIUM 3200 HES-——------—————=————————mmm——— W028215

RUSSTECH ADMIXTURES
SUPERFLO 2000 RN--—=-=—===—— == m e W028698

RUSSTECH ADMIXTURES
SUPERFLO 2000 SCC-=-=-=-==========——————————————— W028216

W. R. GRACE AND COMPANY
ADVA 100--======= === == —mm e W028699

W. R. GRACE AND COMPANY
ADVA CAST--—==-——==——= == m——m o e W028940

W. R. GRACE AND COMPANY
DARACEM 19— === m oo e oo W028942

W. R. GRACE AND COMPANY
DARACEM 100-—==-=====— === m oo e W028941

W. R. GRACE AND COMPANY
MIRA 70-=-==———== === —mmmmm oo W028943

3.0 TO 15.0
(mL/100 kg
CEMENTITIOUS:
TO 980)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
6.0 TO 14.0
(mL/100 kg
CEMENTITIOUS:
TO 915)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 26.0
(mL/100 kg
CEMENTITIOUS:
522 TO 1696)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
3.0 TO 26.0
(mL/100 kg
CEMENTITIOUS:
196 TO 1696)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 10.0
(mL/100 kg
CEMENTITIOUS:
195 TO 650)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 12.0
(mL/100 kg
CEMENTITIOUS:
195 TO 780)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
8.0 TO 16.0
(mL/100 kg
CEMENTITIOUS:
390 TO 1300)

ADDITION RATE

0Z/100 LBS
CEMENTITIOUS:
7.0 TO 15.0
(mL/100 kg
CEMENTITIOUS:
455 TO 976)

ADDITION RATE

65

390



8207

8208

8208

8208

82xx

82xx

8266

8273

8268

8266

8273

8265

W. R. GRACE AND COMPANY

ADVA FLOW--—==——===— === m o e e

AXIM CONCRETE TECHNOLOGIES

CATEXOL 2000NI--—==--—===—==——————— -

EUCLID CHEMICAL CO.

EUCON 537-====—— == mm == m oo

W. R. GRACE AND COMPANY

DARACEM 100-—==-=—===—=——— ==

AXIM CONCRETE TECHNOLOGIES

CATEXOL 1000 SPMN, CATEXOL 1000N,
CATEXOL AE 260 SPMN-—--—=--—=-——————————————————
HRWR SYSTEM

MASTER BUILDERS, INC.

PS 1209, POZZOLITH 100XR, POZZOLITH NC534,
MICRO-AIR- === === === = o o e e
HRWR SYSTEM

TYPE

wW028299

W028944

W028945

W028946

w028218

wW028948

0Z/100 LBS
CEMENTITIOUS:
9.0 TO 15.0
(mL/100 kg
CEMENTITIOUS:
590 TO 1000)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
3.0 TO 10.0
(mL/100 kg
CEMENTITIOUS:
195 TO 650)

ADDITION RATE
0Z/100 LBS
CEMENTITIOUS:
12.0 TO 16.
(mL/100 kg
CEMENTITIOUS:
780 TO 1300)

ADDITION RATE
0z/100 LBS
CEMENTITIOUS:
6.0 TO 16.0
(mL/100 kg
CEMENTITIOUS:
390 TO 1040)

ADDITION RATE
0zZ/100 LBS
CEMENTITIOUS:
12.0 TO 20.0
(mL/100 kg
CEMENTITIOUS:
782 TO 1302)

ADDATION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS:
CATEXOL 1000 SPMN
10-40 (625 2610) ;
CATEXOL 1000 N
1.5-5.0 (100-
325) ; CATEXOL AE
260 SPMN 0.5-6
(30-390)

ADDITION RATE
0Z/100 LBS
(m1/100kg)
CEMENTITIOUS: PS-
1209 2-6 (130-
390); POZZOLITH
100XR 2-4 (130-
260) ; POZZOLITH
NC 534 10-45
(650-1410) ;



82xx

82xx

82xx

82xx

82xx

82xx

8265

8265

8265

8265

8265

8265

MASTER BUILDERS, INC.

PS 1209, POZZOLITH 200N, MICRO-AIR------—-----—-— W028949
HRWR SYSTEM
MASTER BUILDERS, INC.
RHEOBUILD 1000, POZZOLITH 200N, MICRO AIR----- wW028219
HRWR SYSTEM
MASTER BUILDERS, INC.
POLYHEED 997. POZZOLITH 200N, MICRO AIR------- wW028220
HRWR SYSTEM
MASTER BUILDERS, INC.
POLYHEED 997. POZZOLITH 220N, MICRO AIR------- w028221
HRWR SYSTEM
MASTER BUILDERS, INC.
GLENIUM 3000NS, POZZOLITH 100XR, MB AE 90----- w028222
HRWR SYSTEM
MASTER BUILDERS, INC.
RHEOBUILD 1000, POZZOLITH 100XR, MICRO AIR---- W028223

HRWR SYSTEM

MICRO-AIR .125-
1.5 (8-70)

ADDITION RATE
0z/100 LBS
(m1/100 kg)
CEMENTITIOUS: PS
1209 2-6 (130-
390) ; POZZOLITH
200N 3-6 (200-
390) ; MICRO-AIR
.125-1.5 (8-70)

ADDITION RATE
0z/100 LBS
(ml1/100 kg)
CEMENTITIOUS:
RHEOBUILD 1000
10-20 (650 TO
1305) ; POXXOLITH
200N 2.0-5.0
(130-325) ; MICRO
AIR .125-1.5 (8-
100)

ADDITION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS:
POLYHEED 997 3-5
(195-980) ;
POZZOLITH 200N 3-
6 (195-390);
MICRO AIR .125-
1.5 (8-100)

ADDITION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS:
POLYHEED 997 3-15
(195-980) ;
POZZOLITH 200N 3-
6 (195-390);
MICRO AIR .125-
1.5 (8-100)

ADDITION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS:
GLENIUM 3000NS 4-
12 (260-785) ;
POZZOLITH 100XR
2-4 (130-260); MB
AE 90 .25-4 (15-
260)

ADDITION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS:
RHEOBUILD 1000



82xx

82xx

82xx

82xx

82xx

82xx

8265

8268

8265

8265

8265

8265

MASTER BUILDERS, INC.

RHEOBUILD 1000, POZZOLITH 220N, MICRO AIR----- wW028224
HRWR SYSTEM
EUCLID CHEMICAL CO.
EUCON 37, EUCONRETARDER 75, AIR MIX 200------- w028290
HRWRR SYSTEM
MASTER BUILDERS, INC.
RHEOBUILD 1000, POZZOLITH 100 XR, MICRO-AIR--- W028291
HRWRR SYSTEM
MASTER BUILDERS, INC.
POLYHEED 997, POZZOLITH 200N, MICRO-AIR------- wW028292
HRWRR SYSTEM
MASTER BUILDERS, INC
POLYHEED 997, POZZOLITH 220N, MICRO-AIR------- wW028293
HRWRR SYSTEM
MASTER BUILDERS, INC
GLENIUM 3000NS, POZZOLITH 100XR,
MICRO-AIR--—————— === === —— e ————— W038600

10-20 (650-1305);
POZZOLITH 100XR
2-4 (130-260);
MICRO AIR .125-
1.5 (8-98)

ADDITION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS
RHEOBUILD 1000
10-20 (650-1305) ;
POZZOLITH 100XR
2-4 (130-260) ;
MICRO AIR .125-
1.5 (8-98)

ADDITION RATE
0Z/100 LBS
(m1/100 kg)
CEMENTITIOUS
EUCON 37 8-18
(237-532) ; EUCON
RETARDER 75 3-5
(195-325) ; AIR
MIX 200 .5-1.0
(30-60)

ADDITION RATE
0z/100 LBS
(ml1/100 kgq)
CEMENTITIOUS
RHEOBUILD 1000 8-
20 (522-1304);
POZZOLITH 100 XR
3-5 (200-325) ;
MICRO-AIR .125-4
(8-260)

ADDITION RATE
0z/100 LBS
(ml1/100 kq)
CEMENTITIOUS
POLYHEED 997 3-15
(200-980) ;
POZZOLITH 200N 3-
6 (200-390) ;
MICRO-AIR .125-
1.5 (8-70)

ADDITION RATE
0Z/100LBS (ml/100
kg) CEMENTITIOUS

POLYHEED 997 3-
15 (200-980);
POZZOLITH 220N 2-
5 (200-325);
MICRO-AIR .125-
1.5 (8-70)

ADDITION RATE



82xx

82xx

82xx

8265

8265

8272

HRWRR SYSTEM

MASTER BUILDERS, INC
POLYHEED 997, POZZOLITH 200N, MICRO AIR------ W028241
HRWRR SYSTEM
MASTER BUILDERS, INC
POLYHEED 997, POZZOLITH 220N, MICRO AIR------ W028242
HRWRR SYSTEM
RUSSTECH ADMIXTURES
SUPERFLO 2000 RM, LC 400R, RSA-10-------—-——-- W028294

HRWRR SYSTEM

0Z/100LBS (ml1/100
kg) CEMENTITIOUS
GLENIUM 3000NS
4-12 (260-785) ;
POZZOLITH 100XR
2-4 (130-260);
POZZOLITH NC 534
15-45 (980-2935)

ADDITION RATE
0Z/100LBS (ml/100
kg) CEMENTITIOUS

POLYHEED 997,
3-15 (195-980);
POZZOLITH 200N 3-
6 (195-390);
MICRO AIR .125-
1.5 (8-100)

ADDITION RATE
0Z/100LBS (ml/100
kg) CEMENTITIOUS

POLYHEED 997,
3-15 (195-980);
POZZOLITH 200N 3-
6 (195-390);
MICRO AIR .125-
1.5 (8-100)

ADDITION RATE
0z/100 LBS
(ml1/100 kq)
CEMENTITIOUS
SUPERFLO 2000 RM
8-26 (522-1690);
LC 400R 2-4 (130-
261) ; RSA-10 .5-2
(33-130)



